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CERTIFICATE of ANALYSIS 

Sample(s) described as ......................Ball Cube

Received .............................................27/03/09 

Your reference ....................................G0M20903-2273 

Analysis requested…………………….Cadmium content according to 91/338/EEC 

Test Results:

Please refer to the following pages 

         

_______________ _______________ ______________ 
Samantha Duffy Marjorie Morrison Christine Dee 

Consultant Laboratory Manager Laboratory Analyst 

Date: 16th April 2009 

*Subcontracted to an accredited laboratory within Eurofins 

The reported results relate exclusively to the tested sample 
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TOTAL CADMIUM 

Material Tested Cadmium (as Cd) mg/kg 

Blue plastic (ball) 

Yellow plastic (ball) 

Red plastic (ball) 

White plastic (ball) 

Black plastic (ball) 

Red plastic (handle) 

Black plastic (handle) 

<10 

<10 

<10 

<10 

<10 

<10 

<10 

Technique used: ICP* 

Observations:

Council Directive 91/338/EEC requires that finished products or components of products 

manufactured from certain substances and preparations coloured with cadmium may not be 

placed on the market if their cadmium content (expressed as cadmium metal) exceeds 

0.01% (100mg/kg) by mass of the plastic material. 

The cadmium content of the material was below the maximum permitted. 


